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724 product name: HDPERSZSREIR Z.I&PE P5003DRC(23050) SEAEHE fisampling location: HDPERLEIpellet
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R LS B Test result RIET5¥Etesting method

WK A M grainy appearance: SH/T 1541.1-2019

HfiBlack pellet “no. /kg 0 0

iiColor pellet “no. /kg <10 5
i J7 f0 AN H R fiSnake skin grains and <20 0
trailing grains//kg

KRRk large and small g/kg <10.0 2.0
% EDensity g/ o 0. 9500-1:0. 0030 0. 9487 GB/T1033. 2-2010
SR 5T BBl T ZEMFR
g/10min (5. Okg/190°C) 0. 23£0. 06 0.21 GB/T 3682, 1-2018
PPt fetensile properties: GB/T 1040. 2-2006
HL T AN, fJtensile yield stress MPa =18 24.6
P AH W 24 AR RN A Tensile Nominal =350 500
Strain at Break %
E i S [Aloxidation induction >20 70. 3 GB/T19466.6-2009
time min(210°C)
& 5yvolatile component mg/kg <350 90 GB15558. 1-2015
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